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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: D89-31458.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DOTE PRINTED: 26-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 24 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 24 2 -150 24 Assay Prep 24
Sanple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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REPORT: 089-31458.4 ( CO"PLETE l 

CLIENT: BROH" "I HING CORP. 
PROJECT: NOHE LISTED 

ORDER 

Au 

ELE"ENT 

Gold 

SA"PLE TYPES 

D DRILL CORE 

NU"BER 

24 

RENARKS: Final results are reported. 

REPORT COPIES TO: "R. JIN BARRON 
NR. JIN BARRON 

BC 
BONDAR-CLEGG 

NU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

24 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

24 

Geochemical 
Lab Report 

REFERENCE INFO: NOHE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 26-SEP-89 

"ETHOD 

Fire Assay 

SA"PLE PREPARATIONS NUl'IBER 

Assay Prep 
Sa•ple Pickup 

24 
1 

INVOICE TO: l'IR. Jil'I BARRON 



. Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORT: D89-31458.4
DATE PRINTED: 26-SEP-B9
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-559-0-5 0.027
D2 R89-559-5-10 0.024
D2 R89-559-10-15 0.017
D2 R89-559-15-20 <0.002
D2 R89-559-20-25 <0.002

D2 R89-559-25-30 0.011
D2 R89-559-30-35 0.004
D2 R89-559-35-40 0.079
D2 R89-559-40-45 0.041
D2 R89-559-45-50 0.017

D2 R89-559-50-55 0.015
D2 R89-559-55-60 0.007
D2 R89-559-60-85 <0.002
D2 R89-559-65-70 0.005
D2 R89-559-70-75 0.003

D2 R89-559-75-80 0.012
D2 R89-559-80-85 0.010
D2 R89-559-85-90 0.008
D2 R89-559-90-95 0.010
D2 R89-559-95-100 0.009

D2 R89-559-100-105 0.008
D2 R89-559-105-110 0.011
D2 R89-559-110-115 0.013
D2 R89-559-115-120 0.006
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• &ndar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31458,4 

SA"PLE EWIENT 
NU"BER UNITS 

D2 R89-559-0-5 
D2 R89-559-5-10 
D2 R89-559-10-15 
D2 R89-559-15-20 
D2 R89-559-20-25 

D2 R89-559-25-30 
D2 R89-559-30-35 
D2 R89-559-35-40 
D2 R89-559-40-45 
D2 R89-559-45-50 

D2 R89-559-50-55 
D2 R89-559-55-60 
D2 R89-559-60-65 
D2 R89-559-65-70 
D2 R89-559-70-75 

D2 R89-559-75-80 
D2 R89-559-80-85 
D2 R89-559-85-90 
D2 R89-559-90-95 
D2 R89-559-95-100 

D2 R89-559-100-105 
D2 R89-559-105-110 
D2 R89-559-110-115 
D2 R89-559-115-120 

Au 
OPT 

0.027 
0.024 
0.017 

{0.002 
{0.002 

0.011 
0.004 
0.079 
0.041 
0.017 

0.015 
0.007 

{0.002 
0.005 
0.003 

0.012 
0.010 
0.008 
0.010 
0.009 

0.006 
0.011 
0.013 
0.006 r__..--/ 
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BONDAR·CLEGG 

DATE PRINTED: 26-SEP-89 
I PROJECT: NOHE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR. JIM BARRON 
P.U. BOX 405 

DEAD WO 01), 8D 
5773c!

Invoice D 01 5 8 B 9, P a i| © i

Date 89-BE P--89

Report Nos 
Project s 
Re (erence s

009-31456.4 
NONE LISTED 
NONE I..ISTI.D

84 Analyses of Gold 
Subtotal

at $ 7.oo $ tea.oo 
$ isa.oo $ 168.00

8 a m p 1 e P r e p a r a t i o n
84 Samples of Assay Prep 

1 Sample of Sample Pickup 

8ubto ta 1

at 1> 3.00 $ 78.00
at $18.00 $ 18.00

$ 64« 00 84. 00

M isce 1.1 aneous Cha r g ©s

4% S»D. state sales tax 

2 % D e a d w o o d c i t y s a I e s t a x 
8ubiota1

3. 36 
1.68 
5.04 j. 04

Invoice Total 'I 857.04 U« Si

k.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980 Wte1 Cedar Dr.

Lakewpod, Colorado 80228

(303)^989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

REPORT: D89-31459.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 25-SEP-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 9 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 9 2 -150 9 Assay Prep 9

REMARKS: Final results arp reported. _

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: HR. JIM BARRON
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 Wes Cedar Dr. 
Lakewood, Colorado 80228 
(3031989-1404 

REPORT: 089-31459.4 ( CO"PLETE l 

CLIENT: BROHPI "IMING CORP. 
PROJECT: NONE LISTED 

ORDER 

Au 

ELEl!EHT 

Gold 

SA~LE TYPES MUl'IBER 
------------------------------
D DRILL CORE 9 

"~ :...:• ~in.31 -. ...... ,Jt-c "-"" ... 

REPORT COPIES TO: "R. JI" BARROM 
"R. JIN BARRON 

BC 
BONDAR-CLEGG 

MU"BER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 25-SEP-89 

ANALYSES DETECTION LI"IT EXTRACTION 

9 0.002 OPT Fire Assay 

SIZE FRACTIONS NUl'IBER SAl'IPLE PREPARATIONS NUl'IBER 
------------------------------ ---------------------------
2 -150 9 Assay Prep 9 

INVOICE TO: l'IR. JIN BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 Weft Cedar Dr.

Lakewood, Colorado 80228

(303^989-1404
BC
BONDAR-CLEGG

REPORT: D89-31459.4
DATE PRINTED: 25-SEP-89
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

DE R89-559-120-125 (0.002
D2 R89-559-125-130 <0.002
D2 R89-559-130-135 0.003
D2 R89-559-135-140 <0.002
D2 R89-559-140-145 <0.002

D2 R89-559-145-150 <0.002
D2 R89-559-150-155 0.012
D2 R89-599-155-160 0.003
D2 R89-559-160- 65 <0.002

Bondar-Clegg, Inc. 
12980 Wi Cedar Dr. 
Lake"'(ood, Colorado 80228 
(303} 989-1404 

REPORT: D89-31459.4 

SAl'IPLE 
HUl'IBER 

ELEl'IEHT 
UNITS 

D2 R89-559-120-125 
D2 R89-559-125-130 
D2 R89-559-130-135 
D2 R89-559-135-140 
D2 R89-559-140-145 

D2 R89-559-145-150 
D2 R89-559-150-155 
D2 R89-599-155-160 
D2 R89-559-160-165 

Au 
OPT 

(0.002 
(0.002 
0.003 

(0.002 
(0.002 

(0.002 
0.012 
0,003 

(0.002 

BC 
BONDAR-CLEGG 

DATE PRINTED• 25-SEP-89 
I PROJECT: HOHE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BP:OHII MINING CORP. 
HR. JIH BARRON 
|f.O. BOX 4(35 
DEAD WOOD, SI)
57732

Invoice s 1)015257, Page 1 

Date s 29-SEP-S9

Report Nos 
Project s 
Ref e renee s

1)89-31459.4 
NONE LISTED 
NOME LISTED

9 Analyses of Gold 

Subtotal

Sam p1e P r ©par a ti o n
9 Samples of Assay Prep 

Subtota 1

at $ 7.00 % 63.00
* 63.00 T 63.00

at 1* 3„0Q $ 27.00

% 27.00 % 27.00

M i s c e 11 a n e o u s 0 h a r g e s

4% S.D. state sales tax 
SX Deadwood city sales tax 

Subtotal

* 1.06
y 0.54
% 1.62 '4> .1.. 62

Invoice Totals y 91.62 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303)989-1404

BONDAR-CLEGG

Geochemical 

Lab Report

REPORT: D89-31480.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 27-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 47 2 -150 47 Assay Prep 47
Excessive Wetness 1094

REMARKS: Final results are reported.

Two separate Au results are reported for one

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

/ 

REPORT: D89-31460.4 < COl'IPLETE) 

CLIENT: BROHi'! l'IINING CORP. 
PROJECT: NONE LISTED 

ORDER 

1 Au 
2 Au 

ELENEHT 

Gold 
Gold 

SANPLE TYPES NUNBER 
------------------------------
D DRILL CORE 47 

RENARKS: Final results are reported. 

BC 
BONDAR-CLEGG 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

47 
1 

0.002 DPT 
0.002 OPT 

SIZE FRACTIONS NUNBER 
------------------------------
2 -150 47 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89 

IUHOD 

Fire Assay 
Fire Assay 

SANPLE PREPARATIONS NUNBER 
---------------------------
Assay Prep 47 
Excessive Wetness 1094 
~.>• n I<> J.11 ,.~11.D l 

Two separate Au results are reported for one 
'3dllllU1~, 

REPORT COPIES TO: l'IR. JIN BARRON INVOICE TO: NR. Jil'I BARRON 
l'IR. JIN BARRON 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

DATE PRINTED: 27-SEP-B9_ _ _ _ _ _ _
PROJECT: NONE LISTED PAGE 1

_

SAMPLE ELEMENT Au Atf" SAMPLE ELEMENT Au Au
NUMBER wits .C^TOHIWlv u. NUMBER UNITS OPT OPT

D2 R89-559 165-170 0.005 D2 R89-559 365-370 0.005
D2 R89-559 170-175 0.015 D2 R89-559 370-375 0.010
D2 R89-559 175-180 0.009 D2 R89-559 375-380 0.257 0.018 = . |3S
D2 R89-559 180-185 0.003 D2 R89-559 380-385 0.006
D2 R89-559 185-190 <0.002 D2 R89-559 385-390 0.031

D2 R89-559 190-195 0.002 
D2 R89-559 195-200 0.004 
D2 R89-559 200-205 0.013 
D2 R89-559 205-210 0.008 
D2 R89-559 210-215 <0.002

D2 R89-559 215-220 0.012
D2 R89-559 220-225 0.003
D2 R89-559 225-230 0.019
D2 R89-559 230-235 0.017
D2 R89-559 235-240 0.011

D2 R89-559 240-245 0.012
D2 R89-559 245-250 0.014
D2 R89-559 250-255 0.012
D2 R89-559 255-260 0.042
D2 R89-559 260-265 0.012

D2 R89-559 265-270 0.010
D2 R89-559 270-275 0.016
D2 R89-559 275-280 0.005
D2 R89-559 280-285 0.032
D2 R89-559 285-290 0.005

D2 R89-559 290-295 0.003
D2 R69-559 295-300 0.008
D2 R89-559 300-305 0.004
D2 R89-559 305-310 0.002
D2 R89-559 310-315 0.004

D2 R89-559 315-320 0.021
D2 R89-559 320-325 0.018
D2 R89-559 325-330 0.020
D2 R89-559 330-335 0.030
D2 R89-559 335-340 0.022

D2 R89-559 340-345 0.016
D2 R89-559 345-350 0.024
D2 R89-559 350-355 0.020
D2 R89-559 355-360 0.017
D2 R89-559 360-365 0.006

D2 R89-559 390-395 0.070
D2 R89-559 395-400 0.031

— 13cREPORT: D89-31460.4

, .J 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31460.4 

SANPLE 
HUNBER 

ELEtlENT 
UNITS 

02 R89-559 165-110 ~-=-0.005 
D2 R89-559 170-175 0.015 
D2 R89-559 175-180 0.009 
D2 R89-559 180-185 0.003 
D2 R89-559 185-190 <0.002 

D2 R89-559 190-195 
D2 R89-559 195-200 
D2 R89-559 200-205 
D2 R89-559 205-210 
D2 R89-559 210-215 

D2 R89-559 215-220 
D2 R89-559 220-225 
D2 R89-559 225-230 
D2 R89-559 230-235 
D2 R89-559 235-240 

D2 R89-559 240-245 
D2 R89-559 245-250 
D2 R89-559 250-255 
D2 R89-559 255-260 
D2 R89-559 260-265 

D2 R89-559 265-270 
D2 R89-559 270-275 
D2 R89-559 275-280 
D2 R89-559 280-285 
D2 R89-559 285-290 

D2 R89-559 290-295 
D2 R89-559 295-300 
D2 R89-559 300-305 
D2 R89-559 305-310 
D2 R89-559 310-315 

D2 R89-559 315-320 
D2 R89-559 320-325 
D2 R89-559 325-330 
D2 R89-559 330-335 
D2 R89-559 335-340 

D2 R89-559 340-345 
D2 R89-559 345-350 
D2 R89-559 350-355 
D2 R89-559 355-360 
D2 R89-559 360-365 

0.002 
0.004 
0.013 
0.008 

(0.002 

0.012 
0.003 
0.019 
0.017 
0.011 

0.012 
0.014 
0.012 
0.042 
0.012 

0.010 
0.016 
0.005 
0.032 
0.005 

0.003 
0.008 
0.004 
0.002 
0.004 

0.021 
0.018 
0.020 
0.030 
0.022 

0.016 
0.024 
0.020 
0.017 
0.006 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

DATE PRINTED: 27-SEP-89 
I PROJECT: HONE LISTED 

SANPLE 
HUNBER 

ELENENT 
UNITS 

D2 R89-559 365-370 
D2 R89-559 370-375 
D2 R89-559 375-380 
D2 R89-559 380-385 
D2 R89-559 385-390 

D2 R89-559 390-395 
D2 R89-559 395-400 

Au 
OPT 

0.005 
0.010 

Au 
OPT 

PAGE 

0.257 0.018 :. • 13 8' 
0.006 
0.031 

0.070 
0.031 ~ 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRGHM MIMING CORN 
MR. JIM BARRON 
P.O. BOX 485 
DEADUOOD, £»L>
57738

Invoice s DO15268, Page 1

Date s 29-SLP-89

R e p o r t H o s D 6 9 ~ 3 :t. 460. A 
Project s NONE LISTED
R e f e r e n c e s N U N E LISTED

1 Analyses of Gold 
Subtotal

at $ 0.00 %
$

0.00
0.00 $ 0.00

47 Analyses of Gold 
Subtotal

at % 7.00 $
$

329.00
329.00 $ 329.00

Samp1e Preparation
47 Samples of Assay 

1094 Samples of Excess 
1 Sample of Sample 

Subtotal

Prep
ive Wetness 
Pickup

at 1* 3.00 T 
at % 0.20 $ 
at $12.00 $

$

141.00
21a.80 
12. 00

371.80 $ 371.80

Miscel laneous Cha r cjes
A% S. I), state sales tax 
'&% Dead wood city sales tax 

Subtotal , ~

..V.,; $

> •> >■ • /V %

14.87
7.44

22. 31 $ 22.31

. InvoI'Ce »Tota 1 a $ 723. 11 U.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12930 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

REPORT: D89-31461.4 ( COMPLETE ) REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 35 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 .-150 35 Assay PTep 35
Excessive Wetness 582
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REMARKS: Final results are reported.

Two separate Au results are reported for one
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D DRILL CORE 35 

RENARKS: Final results are reported. 

BC 
BONDAR-CLEGG 

MUNBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

35 
1 

0.002 OPT 
0.002 OPT 

SIZE FRACTIONS MUNBER 
------------------------------
2 --150 35 

Geochemical 
Lab Report 

REFERENCE INFO: NOHE LISTED 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 27-SEP-89 

l'IETHOD 

Fire Assay 
Fire Assay 

SAl'IPLE PREPARATIONS MUl'IBER 
---------------------------
Assay Prep 35 
Excessive Wetness 582 
-.~.,.10 u, ,.., .. n I 

Two separate Au results are reported for one 
~n••llti, 

REPORT COPIES TO: NR. JIN BARRON INVOICE TO: NR. JIN BARRON 
l'IR. JIN BARRON 



Geochemical

Lab Report

Bondai'-Clegg, Inc.
12980 West Cedar Dr.

I^akewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: D89-31461.4 -m- UL
DATE PRINTED: B7-SEP-89
PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au ftl-J
NUMBER UNITS OPT OPT

---------—---------------------------------------------------------------------------------------------------------------------------------------------—-----------

DB R89-559 400-405 # ....—.- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - —0.007
DB R89-559 405-410- 0701 r
DB R89-559 410-415 0.003
DB R89-559 415-480 0.003
DB R89-559 4B0-4B5 0.003

DB R89-559 4B5-430 0.009
DB R89-559 430-435 0.013
DB R89-559 435-440 0.011
DB R89-559 440-445 0.012
DB R89-559 445-450 0.010

DB R89-559 450-455 0.053
DB R89-559 455-460 0.025
D2 R89-559 460-465 0.017
DB R89-559 465-470 0.010
DB R89-559 470-475 0.041 0.019 z.oso

D2 R89-559 475-480 0.010
D2 R89-559 480-485 0.009
DB R89-559 485-490 0.006
DB R89-559 490-495 0.009
DB R89-559 495-500 0.012

DB R89-559 500-505 0.019
DB R89-559 505-510 0.022
DB R89-559 510-515 0.034
DB R89-559 515-5B0 0.034
DB R89-559 5B0-5B5 0.017

DB R89-559 585-530 0.013
DS R89-559 530-535 0.019
DB R89-559 535-540 <0.002
DB R89-559 540-545 0.016
DB R89-559 545-550 0.008

DB R89-559 550-555 0.004
D2 R89-559 555-560 0.008
DB R89-559 560-565 0.030
DB R89-559 565-570 0.032
DB R89-559 570-575 0.007

Bondaf-Clegg, Inc. 
12980 West Cedar Dr. 

ewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-31461.4 

SANl:U 
HUNBER 

D2 R89-559 400-405 
D2 R89-559 405-41&-
D2 R89-559 410-415 
D2 R89-559 415-420 
D2 R89-559 420-425 

D2 R89-559 425-430 
D2 R89-559 430-435 
D2 R89-559 435-440 
D2 R89-559 440-445 
D2 R89-559 445-450 

D2 R89-559 450-455 
D2 R89-559 455-460 
D2 R89-559 460-465 
D2 R89-559 465-470 
D2 R89-559 470-475 

D2 R89-SS9 475-480 
D2 R89-559 480-485 
D2 R89-559 485-490 
D2 R89-559 490-495 
D2 R89-559 495-500 

D2 R89-S59 500-505 
D2 R89-559 505-510 
D2 R89-559 510-515 
D2 R89-559 515-520 
D2 R89-559 520-525 

D2 R89-559 525-530 
D2 R89-559 530-535 
D2 R89-559 535-540 
D2 R89-559 540-545 
D2 R89-559 545-550 

D2 R89-559 550-555 
D2 R89-559 555-560 
D2 R89-559 560-565 
D2 R89-559 565-570 
D2 R89-559 570-575 

. " 

• - 0.007 
0.011 
0.003 
0.003 
0.003 

0.009 
0.013 
0.011 
0.012 
0.010 

0.053 
0.025 
0.017 
0.010 
0.041 

0.010 
0.009 
0.006 
0.009 
0.012 

0.019 
0.022 
0.034 
0.034 
0.017 

0.013 
0.019 

(0.002 
O.Olf, 
0.008 

0.004 
0.008 
0.030 
0.032 
0.007 
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35 Analyses of Gold at T 7.00 $ 245.00
Subtotal $ 245.00 k 245.00

Samp 1 e P r e p a r a t i o n
35 Samples of Assay Prep at 3.00 ‘1 105.00

582 Samp1es of Excess ive Wetness at * 0. 20 $ 116.40
:!. S a m p 1 e o f S a m p 1 e Pickup at T:l 2. 00 * 12. 00

Subtotal $ 233.40 % 233.40

Mi SC1& 11. a n e o t.t s C h a r yes
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